
Substitutes to EPDM membrane

� The following are the major substitutes to EPDM membrane 
in India
� PVC

� HDPE

� APP� APP

� TPO



EPDM versus others



EPDM versus others

� A recent survey conducted by ASTM had the following 
results



EPDM versus TPO

EPDM TPO

Single ply roofing membrane Multi layer

Performance is same across the thickness Multi layer for variable reasons and cross 
section cannot give same performance

Has long success history of 40 years TPO is more recent than EPDM

Basic polymer is saturated to give best Unsaturated polymersBasic polymer is saturated to give best 
performance 

Unsaturated polymers

Performs very well in chemical 
environment

Not applicable in chemical environment

Long service life-Proven service life of 
over 40 years. Hence low life cycle costs.

Very low service life.

Easy installation. Does not required hot air 
welding equipments for joining

Does not required hot air welding 
equipments for joining


